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Modena, 26/02/21  To AO KERAMOGRANITNIJ ZAVOD 

   STARO-SITNENSKOE SHOSSE 
   00000 STUPINO  - RUSSIAN (RUS)  RU 
         

  Attn.       

         
 

 

 

 

 

 

 

MATERIAL and/or SAMPLE to 

be tested   
Denomination of the Sample Client Reference – Your delivery date 

Porcelain tiles SERIE TREVI Ns ritiro 11/02/2021 

    

 

 

 

Here attached, you will receive the Test Report of Serial No. 20211233/n, which shows the results of tests required.  

 

 

 

 

  MODENA CENTRO PROVE 
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TEST REPORT: 20211233/1  20211233     

 
Modena, 26/02/21 

 

CUSTOMER 
AO KERAMOGRANITNIJ ZAVOD -  - STARO-SITNENSKOE SHOSSE - 
00000 - STUPINO  - RUSSIAN (RUS) - RU 

MATERIAL and/o SAMPLE to be 
tested 

Porcelain tiles; 

Denomination SERIE TREVI; 

Date of sample reception 11/02/2021; 

Date of sample acceptation 11/02/2021; 

Kind of test executed Determination of Water Absorption 

Referring standards UNI EN ISO 10545-3:2000 

Shifting from standards No one 

Equipment 
Scale cod. MCP C148 - Scale cod. A123 - Ebonorm cod. MCP C68 - Forced 
ventilation stove cod. MCP C108 

Subcontracted phases No one 

Sampling made by Customer 

 
 
 
 
 
The test results reported in this Test Report refer only to the sample sampled by our staff and / or given by the Customer as received. 
 
The sample identification data were provided by the customer. Further additional information provided by the Customer will be 
reported in the Test Report in blue color. If the information provided by the customer influences the validity of the results, MCP 
declines all responsibility. 
 
Any changes / additions made to the Test Report after its first issue will be identified by underlining the text. 
 
The Customer undertakes to reproduce this document in its entirety. Any form of partial reproduction is prohibited. 
 
The storage times of the samples are indicated on the offer or contract to which this Test Report refers. 
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DETERMINATION OF WATER ABSORPTION 

 

 

Beginning date : 22/02/2021 Analysis ending date : 23/02/2021 
 
 
SAMPLE  :  Ceramic tiles, marked « SERIE TREVI »   

 

RESULTS 

 

 

Sample n° Water Absorption Eb (%) 
   

 

1 0,09% 
   

 

2 0,06% 
   

 

3 0,08% 
   

 

4 0,09% 
   

 

5 0,08% 
   

 

Average value 0,08% 
   

       

 


